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PU Leather

PU 020 SNOW WHITE PU 033  MILKY CREAM PU 029  FATTY CREAM PU 03 LIGHT BROWN

3

PU 044  JUICY ORANGE PU 021  LIGHT ORANGE PU 027  STAND STONE PU 047 MIDDLE BROWN

PU 034 BITTER ORANGE PUO039  LEAVE GREEN PU 022 NANNY GREY PU Q37 SHADOW

PU 028 CHILLE RED PU 045 VEGE GREEN PU 043 LIGHT GREY PU 046 SNAIL GREY

PU 031 DUMMY MEROON PU 026 LAKE BLUE PU 025 CHOCOLATE PU 048 CLOUDY BLACK
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CLEAN Leather

CL-06 WHITE CL-03 MOCHA

CL-04 COFFEE
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RED CL-05 BLACK

ACCA Leather

ACC - 113 ACC - 121 ACC - 117
ACC - 120 ACC-118 ACC - 114

(FOR UPHOLSTERING BACK SUPPORT ONLY)



PU Leather

SPECIFICATIONS

Gauge 1.00 mm (Nominal)
Weight T 420 gsm

Width ¢ 1,370 mm

Roll Length > 40 meter (Nominal)
Abrasion Resistance

(Wyzenbeek Test) > 20,000 cycles

Colour Fastness to Light Grade 4

Color Matching  Batch to batch variations in shade may
occur within commercial tolerances.

Tensile Strength
Weft

Warp

Bond Strength

Stretch
Weft

Warp

Grain Retention
(at 105 C for 30 minutes)

73 kg/ 3cm
52kg/3cm
17kg / cm?

10 -20%
10-20%

No Loss of Grain

Clean Leather

Creating your healthy life-style.

What is Clean Leather?

Clean Leather is made by sea-island superfine microfiber
(uitra-fine fiber bundle) and high-grade Polyurethane and
Nylon resins.

Simulated by Japan's core processing technology, green
Leather is very similar to the superfine collagen fibre of
natural leather.

The best man-made Leather in 21 Century
Clean Leather not only replicates the softness and
comfortable feeling of natural leather but also has
excellent performances on aspects of elasticity, tensile
strength, abrasion resistance, color fastness, etc.

Cleanest Upholstery Leather among natural
leathers and artificial leathers to your health
in the market.

The chemicals and dyes used to treat the animal hide all
have their own smells, and that is what causes that
“leathery” smell.

Benefits to use Clean Leather:

- True leather-like touch

« Luxurious feel

« High stain-resistance

« Superior durability

» Reduced UV yellowing compared to real leather
» Environmentally friendly
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Specifications

Test Item Unit |Standard| Test Method
Thickness mm 1.20+0.10 GB/T 8948-2008
Weight a/m? 580+50 FZ/T 60003-1991
L =150
Tensile Strength  — N/1cm
=150
W . GB/T 8948-2008
L >60 (INTERNAL)
Elongation —1 %
W >80
L =80
Tear Strength  — N/3cm GB/T 8948-2008
W >70 (INTERNAL)
= GB/T 8948-2008
Coating Adhesion — N/3cm : e
< w a3 (INTERNAL)
Mullen Burst Ka/cm? >22 —
Hydrolysis Resistance .
70°C 95%RH 5 Weeks No Cracks | QB/T2888-2007 A1
Yellow resistance Level >3 ,3OW(U\,/ light
i irradiation)4h
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Electron Microscope Cross-Section View
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